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This report is provided solely for informational purposes and is not to be construed as providing legal advice, recommendations or warranties of any kind
whatsoever.This report shall not be reproduced except in full, without written approval of the laboratory. All the analysis results shown in the certificates of
analysis refer only to sample(s) received and tested. The result expressed herein do not necessarily reflect the opinion or position of ACUMEN SCIENTIFIC
SDN. BHD.. Besides that, opinions and interpretations expressed herein are outside the scope of SAMM accreditation. This certificate of analysis is issued
by the company subject to the terms and conditions of service which available and accessible at www.acumen.com.my.

 

180, Kawasan Industri Ayer Keroh,
Ayer Keroh,
75450 Melaka, Malaysia.

Sample Received Date
Complete Analysis Date
Date Issued

:
:
:

13-Jul-2016
26-Jul-2016
26-Jul-2016

Tel : 06-2310169(Hunting) Ext.308            Fax : 06-2315806
Attn : Ms Chee

Sample Description : realcolor® Supreme

Analysis results :

PARAMETER
ANALYSIS
RESULTS

UNIT
Max Permitted
Concentration

STANDARD METHOD / TECHNIQUE / EQUIPMENT
USED

Antimony ND(<0.001) % 5% ICP-OES

Barium ND(<0.001) % 5% ICP-OES

Lead ND(<0.001) % 0.1% ICP-OES

Cadmium ND(<0.001) %% 0.1% ICP-OES

Chromium 0.214 % 5% ICP-OES

Selenium ND(<0.001) % 0.1% ICP-OES

ND denotes not detected (< Numeric number ) denotes detection limits

Remark :  The result of analysis performed on the submitted sample comply with the SIRIM ECO label requirement.
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